
Touwfabriek Langman BV
Beurtschipper 26-28
NL-3861 SC NIJKERK

Tel:
Website:
e-mail:

+31 (0) 33 246 19 86
www.langmanropes.com
sales@langman.com

CERTIFICATE OF TESTING
Certificate Number: 260100173 Date & Time: 08.01.2026  16:40:13

Customer Data
Customer:
Supplier:
Reference:

LangmanRopes
LangmanRopes

Test Data
Type Of Test:
Proof Load:
Specimen:
Tested By:
File Name:
Comment:

Destructief Textiel
10,00t
Q1 UHMWPE - 14mm
Jan E.M. Langman
LangmanRopes, 260100173, Destructief Textiel, 1.csv
both side spliced  / tug splice

Range:
Cylinder Speed:
Article Number:
Batch Number:

30 ton
250,0 mm/min
V.162.12.85.14
LB#5940

Test Results

Minimum:
Maximum:

Test End:

Load (t)
0,02
21,04

Specimen break detected

Ram Stroke (mm)
293,1
311,7

Time (min.s)
01.41,4
01.40,2

Sample Length (mm)
3308,3
3620,0

Elongation (%) 9,4 Number of Cycles 6

Lo
ad

 (t
)

Load v Elongation

Elongation (mm)
Comment

Test results are acceptable:
Test results are not acceptable:

SIGNATURE

Tested on SAHM SPLICE GmbH Proof-Load Destruction Test Machine - Serial Number 361
Calibrated in accordance with EN ISO 7500-1 Class 1 on 26/10/2025 with Certificate No. 2510361


